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Model R10A-5 Temp. 25  C
Test Vibration/impact test Humid. 45 %Rh
RE) - EEHER Tested by | Y.Takahashi

. Method
Vibration/impact test complies with JIS C 0911 (Vibration), JIS C 0912 (Impact)
JIS C 0911 (1%&h), JIS C 0912 (&) |- ¥ %

2. Conditions

(1) Frequency : 10~150 Hz
(Vibration) 3 minutes period
B (H=2Eh)

(2) Direction*Time : 60 minutes along X, Y and Z axis (Vibration)
5 [A] « PR 11mS, once each X, Y and Z axis (Impact)

Conditions of Acceptability
(1) No degradation of performance or loss of function after test.
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(2) No remakably damage of appearance.
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(3) No looseness or a crack at solder joint.
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Result

(1) Vibration limit test

No. | Gravity (G] |[Resull Note

1 3 OK

2 —

3 —

All are satisfactory to item 3: OK

(2) Impact test

No. | Gravity (G] [Result Note
1 30 OK
2 —
3 —

All are satisfactory to item 3: OK




